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The Detector Solenoid for the Mu2e experiment at Fermilab employs two NbTi Rutherford cables stabilized with pure aluminum. This document lists the requirements for the fabrication of such cables.    
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[bookmark: _Toc468506284][bookmark: _Toc468506482][bookmark: _Toc468506572][bookmark: _Toc338169276]1 SCOPE
This specification establishes the requirements for the fabrication, inspection, test, identification and delivery of two aluminum clad superconducting NbTi Rutherford cables for the Mu2e Detector Solenoid at Fermilab.
[bookmark: _Toc338169277]1.2  DS Cables definition
The Detector Solenoid cables (DS1 and DS2) are composed of a NbTi Rutherford cable, clad with high purity aluminum.  After the required cold working, the cable is formed as specified in section 3.2.

[bookmark: _Toc468506286][bookmark: _Toc468506484][bookmark: _Toc468506574][bookmark: _Toc338169278]2 REFERENCE DOCUMENTS
The following documents form a part of this specification to the extent specified herein:

[bookmark: _Toc468506287][bookmark: _Toc468506485][bookmark: _Toc468506575]484816	Mu2e Detector Solenoid Conductor 1 Cross Section Drawing
484817	Mu2e Detector Solenoid Conductor 2 Cross Section Drawing
ES-464104	Mu2e Detector Strand Specification
ES-464105	Mu2e Detector Rutherford Cable Specification

[bookmark: _Toc338169279][bookmark: _Toc468506288][bookmark: _Toc468506486][bookmark: _Toc468506576]3 REQUIREMENTS

The DS cables (DS1 and DS2) are made of three components as shown in Fermilab drawings 484816 and 484817:
· superconducting NbTi/Cu multi-filament strands manufactured according to specification ES-464104;
· a rectangular shaped Rutherford type cable with respectively 12 and 8 strands manufactured according to specification ES-464105;
· a high purity aluminum stabilizer clad by a co-extrusion process (or other qualified process such as conforming) all around the Rutherford Cables manufactured according to this specification (ES-464106)

Attention must be drawn on the absolute necessity to guarantee full reliability and reproducibility of the production of this conductor over the whole length.  The most important features are: the critical current, the aluminum resistivity ratio (RRR) and yield strength after cold work, the bond quality between the aluminum and the copper clad NbTi strands, and the overall geometrical conductor dimensions.

[bookmark: _Toc338169280]
3.1 Material Component Requirements

[bookmark: _Toc338169281]3.1.1  NbTi Strand

Requirements for Size, Product Composition, Hardness, Surface smoothness and Internal Structure as well as testing and QA are shown in specification document ES-464104.
Some strand specifications are summarized in Table 1 (for reference). 

Table 1.  Strand mechanical and electrical specifications (for reference)
	Parameter
	Unit
	Value
	Tolerance

	Diameter
	mm
	1.303
	± 0.005

	Cu/SC ratio
	
	1 : 1
	± 0.1

	Surface coating
	
	None
	-

	Minimum critical current (at 4.22 K, 5 T)
	A
	1850
	-

	Minimum RRR
	
	80
	

	Twist direction
	
	Left
	

	Twist pitch
	mm
	30
	± 4



[bookmark: _Toc338169282]3.1.2 Rutherford Cables

Requirements for Size, Product Composition, Hardness, Surface smoothness and Internal Structure as well as testing and QA are shown in specification document ES-464105.
Some Rutherford cable specifications are summarized in Table 2 and Table 3 (for reference).
 
Table 2.  Rutherford Cable DS1 mechanical and electrical specifications (for reference)

	Parameter
	Unit
	Value
	Tolerance

	Number of strands
	
	12
	-

	Cable width
	mm
	7.88
	 0.01

	Cable thickness at 5 kPsi
	mm
	2.34
	 0.01 

	Transposition angle
	degree
	15
	 0.5 

	Lay direction
	
	Right
	-

	Minimum critical current
(at 4.22 K, 5T) 
	A
	20900
	-

	Residual resistance ratio
	
	 80
	

	Residual twist
	degree
	< 45
	

	Minimum bending radius
	mm
	20
	



Table 3.  Rutherford Cable DS2 mechanical and electrical specifications (for reference)

	Parameter
	Unit
	Value
	Tolerance

	Number of strands
	
	8
	-

	Cable width
	mm
	5.25
	 0.01

	Cable thickness at 5 kPsi
	mm
	2.34
	 0.01 

	Transposition length
	mm
	15
	 0.5 

	Lay direction
	
	Right
	-

	Minimum critical current
(at 4.22 K, 5T) 
	A
	13900
	-

	Residual resistance ratio
	
	 80
	

	Residual twist
	degree
	< 45
	

	Minimum bending radius
	mm
	20
	




[bookmark: _Toc338169283]
3.1.2 High Purity Aluminum

The high purity aluminum of this specification shall be produced, refined, shaped, tested packed, and shipped to ensure that it is fit for the extrusion process contemplated for the DS aluminum stabilized NbTi Cables.  The main parameters of the aluminum are summarized in Table 4. The Residual Resistance Ratio (RRR) is based on measurement of the resistivity at 273 K and at 4.2 K: RRR = R(273K)/R(4.2K).


Table 4.  Aluminum mechanical and electrical specifications
	Parameter
	Value

	Purity
	≥ 99.998%

	RRR before coextrusion/conforming
	> 1500





Ingots of refined aluminum shall be sized to permit the complete machining of all surfaces to ensure the complete removal of all surface impurities from the material.  The ingots shall be machined into extrusion billets and caps as required by the vendors extrusion press.   
Required inspections, Test and Measurements are outlined in Appendix I.

[bookmark: _Toc338169284]
3.2 Technical requirements for the aluminum stabilized DS cables

The Detector Solenoid cables require cold work after coextrusion/conforming in order to meet the mechanical specifications.  Fermilab drawings 484816 and 484817 show the final cable size parameters after cold work. Tables 5 and 6 show the final cable electrical and mechanical requirements after cold work. The vendor should find the optimal cold work process in order to meet all requirements presented in this specification. The cold work process should be submitted to the Fermilab Subcontract Administrator for approval. After approval the vendor should demonstrate that the approved cold work process is applied during the whole DS cables fabrication.

3.2.1 Dimensions
The final dimensions of the DS cables after cold work are presented in Fermilab drawings 484816 and 484817. The dimensions shown in Tables 5 and 6 are for reference.  

3.2.2 Yield Strength of Aluminum 
The aluminum of the DS cables in its final state after cold work shall have 0.2% yield strength ≥ 30 MPa at 293 K, and ≥ 40 MPa at 4.2 K.

3.2.3 Bond Quality
The bond between the Rutherford Cable and the aluminum obtained by co-extrusion must result in an intermetallic diffusion (Al-Cu).  The mechanical strength characterized by the shear strength between the Rutherford cables and the aluminum must be at least 20 MPa.  This measurement will be provided by the vendor using a mutually agreed method.  The bond on each strand with the aluminum must be on at least 25% of its contour.  The interstice between two strands must be filled with aluminum.  The center part of the cable should maintained compact by the extrusion.   

3.2.4 Electrical properties
The critical current of the DS1 cable in its final state (i.e. after cold work) shall be higher than 18800 A at 5 T and 4.22 K; higher than 6114 A at 2.17 T and 7.6 K.; higher than 32350 A at 2.17 T and 4.22 K.
The critical current of the DS2 cable in its final state (i.e. after cold work) shall be higher than 12500 A at 5 T and 4.22 K; higher than 6114 A at 1.3 T and 7.6 K; higher than 25600 A at 1.3 T and 4.22 K.

The aluminum of both DS1 and DS2 cables in its final state shall have a minimum residual resistance ratio (RRR) value of 800. 
The copper of the Rutherford cables inside the DS cables in their final state shall have minimum residual resistance ratio (RRR) value of 150.  


Table 5.   Mechanical and electrical specifications of the DS1 aluminum stabilized cables in final state (i.e. after cold work). Cable dimensions are specified in Fermilab drawing 484816. Some dimensions are reported for reference only.

	Parameter
	Unit
	Value
	Tolerance

	Cable critical current (at 5 T, 4.22 K)
	A
	> 18800 A
	

	Cable critical current  (at 2.17 T, 7.6 K)
	A
	> 6114 A
	

	Cable critical current  (at 2.17 T, 4.22 K)
	A
	> 32350 A
	

	Cable width (after cold work)
	mm
	20.0
	 0.1

	Cable thickness (after cold work)
	mm
	5.3 
	 0.03

	Overall Al/Cu/SC ratio
	
	11:1:1
	

	Copper RRR
	
	> 150
	

	Aluminum RRR
	
	> 800
	

	Aluminum 0.2% yield strength at 300 K
	MPa
	> 30
	

	Aluminum 0.2% yield strength at 4.2 K
	MPa
	> 40
	

	Shear strength between aluminum and strands
	MPa
	> 20
	



[bookmark: _Toc468506293][bookmark: _Toc468506491][bookmark: _Toc468506581]Table 6.   Mechanical and electrical specifications of the DS2 aluminum stabilized cables in final state (i.e. after cold work). Cable dimensions are specified in Fermilab drawing 484817. Some dimensions are reported for reference only.

	Parameter
	Unit
	Value
	Tolerance

	Cable critical current (at 5 T, 4.22 K)
	A
	> 12500 A
	

	Cable critical current  (at 1.3 T, 7.6 K)
	A
	> 6114 A
	

	Cable critical current  (at 1.3 T, 4.22 K)
	A
	> 25600 A
	

	Cable width (after cold work)
	mm
	30.0
	 0.1

	Cable thickness (after cold work)
	mm
	7.0
	 0.03

	Overall Al/Cu/SC ratio
	
	24:1:1
	

	Copper RRR
	
	> 150
	

	Aluminum RRR
	
	> 800
	

	Aluminum 0.2% yield strength at 300 K
	MPa
	> 30
	

	Aluminum 0.2% yield strength at 4.2 K
	MPa
	> 40
	

	Shear strength between aluminum and strands
	MPa
	> 20
	


[bookmark: _Toc338169285][bookmark: _Toc468506294][bookmark: _Toc468506492][bookmark: _Toc468506582]3.3 Processing of Rutherford Cable and Aluminum into the DS Cables
[bookmark: _Toc338169286]3.3.1 Preparation of the Rutherford Cable
The Rutherford cables have a rectangular cross section as shown in Fermilab drawings 484816 and 484817 and shall be manufactured according to ES-464105.  It must be fully cleaned and degreased before aluminum cladding.  The Rutherford cable must be inspected prior to cladding to assure that the strands in the cable must have no kicks or cross-overs.  The Rutherford cable awaiting the extrusion process shall be identified, protected, and handled in a manner to prevent degradation or damage.
[bookmark: _Toc338169287]3.3.2  Extrusion Process
Extrusion machine could be of either the “co-extrusion” or “conformal extrusion” process, as long as the vendor can meet all requirements listed in this specification. Each unit length shall be coextruded/conformed at constant speed. Any exception shall be submitted to the Fermilab Subcontract Administrator for approval before manufacturing the conductor. Extrusion speed, and any speed change or stop occurred during cable fabrication shall be communicated to the Fermilab Subcontract Administrator. All extrusion parameters listed in Tables 5 and 6 should be monitored and recorded during the extrusion process.  All these data should be given to the Fermilab Subcontract Administrator in format agreed upon by Vendor and Fermilab Subcontract Administrator. The acceptable range for each parameter should be submitted to the Fermilab Subcontract Administrator for approval.  Deviations from these ranges may be cause for rejection.
[bookmark: _Toc338169288]3.3.3  Bonding Quality and Strength
The quality of the bonding between the Rutherford cable and the aluminum should be tested over the whole length of each production unit after cold work using the ultrasonic method. Alternative methods can be proposed by the Vendor.  The testing method, process and thresholds for acceptance shall be submitted to the Fermilab Subcontract Administrator for approval. 
The bonding strength must be measured on samples cut at beginning and end of each production unit after cold work. Test method shall be provided by the vendor and submitted to Fermilab Subcontract Administrator for approval.
All these data shall be given to the Fermilab Subcontract Administrator in format agreed upon by Vendor and Fermilab Subcontract Administrator.
[bookmark: _Toc338169289]3.3.4  Identification
Each piece of Rutherford cable in the extrusion fabrication process shall be identified by a unique number code. Strand and Rutherford cable identification shall be traceable to the DS cable identification number. All cable fabrication material, processing, inspection, tests, and delivery records shall be traceable and retrievable to the DS cable identification number or the strand/Rutherford cable identification numbers.
[bookmark: _Toc468506296][bookmark: _Toc468506494][bookmark: _Toc468506584][bookmark: _Toc338169290]3.3.5  DS Cables production lengths 
[bookmark: _Toc468506297][bookmark: _Toc468506495][bookmark: _Toc468506585]The production lengths of DS1 and DS2 cables are specified in Table 7. A cable production length is a continuous length of cable, which is longer than the minimum unit length with allowance for sample cutting. The maximum deliverable unit length is specified in Section 5.
Table 7.   DS1 and DS2 production lengths


	Cable
	Number of Units
	Min Unit Length

	DS1
	9
	1000 meters

	DS2
	4
	1600 meters



[bookmark: _Toc327949308][bookmark: _Toc338169291][bookmark: _Toc468506298][bookmark: _Toc468506496][bookmark: _Toc468506586]3.3.6  Strand Welds 
[bookmark: _Toc338169292]No cold welds or any other joints are allowed in any production length of DS cables. Cold welds or joints used in setup must be clearly marked, and their position must be listed in the production report. All cold welds or joints must be removed before the cables are shipped to Fermilab.
[bookmark: _Toc338169293]3.3.7  DS Cables surface condition
[bookmark: _Toc468506299][bookmark: _Toc468506497][bookmark: _Toc468506587]The cables surface must be thoroughly clean and free from oil, metallic particles or residue. The cable shall be cleaned with Abzol VG cleaner, or alternative cleaner submitted to the Fermilab Subcontract Administrator for approval. The cable must be free of roughness, slivers and burrs.
[bookmark: _Toc338169294]3.3.8  Degradation during extrusion process and cold work
The total degradation of the NbTi strands during the extrusion process and subsequent cold work, measured as specified in Appendix IV, should not exceed 10% for any strand. The extrusion manufacturer should measure at least two extracted strands per cable production length.
[bookmark: _Toc327949310]If the vendor making the extrusion is also responsible for acquiring the strand (ES-464104)
and the Rutherford cable (ES-464105), then this vendor may suggest a different value of
the critical current degradation in order to optimize the cable fabrication process, provided
that the critical current in the final cable meets the specification in Table 5 and 6. The modifications shall be submitted to the Fermilab Subcontract Administrator for approval before they can be used.

3.3.9  Aluminum yield strength after cold work
The aluminum yield strength of the final cable after cold work shall meet the specifications in 3.2.2.  Samples extracted from the beginning and the end of each cable production unit should be tested at 300 K and 4.2 K.  The tests at the start of production can be used to assess the ratio between yield strength at 300 K and yield strength at 4.2 K.  This ratio can be used during the rest of the production allowing testing only at 300 K.    
[bookmark: _Toc338169295]3.3.10  Crossover or broken strands
There shall be no crossovers of strands or broken strands in the cable.
[bookmark: _Toc338169296]3.3.11  Reels/Spools
The TS cable must be spooled with a radius larger than or equal to 500 mm, in the “easy way” direction. The spools must be constructed to prevent damage to the cable during spooling and unspooling. The spools shall be boxed to prevent damage in shipment. They should be stacked and shipped with the spool flanges maintained in a vertical orientation (axis horizontal) in order to prevent the cable from settling on the spool, as specified in Appendix V.
[bookmark: _Toc338169297]3.3.12  Spooling requirements 
[bookmark: _Toc468506300][bookmark: _Toc468506498][bookmark: _Toc468506588][bookmark: _Toc468506303][bookmark: _Toc468506501][bookmark: _Toc468506591]Only one production length of cable shall be placed on each spool. 

[bookmark: _Toc338169298]4 QUALITY ASSURANCE AND MANUFACTURING PLAN

[bookmark: _Toc468506305][bookmark: _Toc468506503][bookmark: _Toc468506593]Prior to the contract being signed, the Vendor shall submit to the Fermilab Subcontract Administrator for approval, documented Manufacturing Plan and Quality Assurance Plan, which fulfills all requirements described in the present specification. The Vendor shall also submit to the Fermilab Subcontract Administrator for approval a detailed description of the test procedures and the model test certificates, which he proposes to use. 
[bookmark: _Toc468506304][bookmark: _Toc468506502][bookmark: _Toc468506592][bookmark: _Toc338169299]4.1 Quality Control Plan
The cable manufacturer is responsible for performing the inspections and the tests defined in Table 8 (with the exception of cable critical current and cable RRR), for the preparation and maintenance of resultant data and for the storage of all tested samples until end of the contract. At the end of the contract all samples shall be sent to Fermilab. The cable manufacturer shall label all samples used for tests and shall identify their position within the cable length from which they were taken. 
[bookmark: _Toc338169300]4.2 Manufacturing plan
Prior to contract being signed the Vendor shall establish and make available to the Fermilab Subcontract Administrator for information, a manufacturing plan describing the process and all tooling, machines and equipment. The implementation of any change to the manufacturing plan after the beginning of manufacturing shall be submitted to the Fermilab Subcontract Administrator for written approval.
[bookmark: _Toc338169301]4.3 Certificate of compliance
The cable manufacturer shall provide a written statement certifying compliance with the requirements of this specification with each product shipment, together with a completed copy of all documentation including all test results and cable map. This documentation shall include all documents requested by this specification, and by the associated specifications for Rutherford Cable (ES-464105), for NbTi strands (ES-464104), for NbTi bars and rods (ES-464091), and for Nb barrier (ES-464090) showing that all materials used in the deliverable cable are in compliance with the above specifications. All documentation is to be provided in an electronic form (format should be approved by the Fermilab Subcontract Administrator) also. This documentation shall be provided to the Fermilab Subcontract Administrator after the completion of all tests, measurements, and inspections. This documentation shall be sent prior to, or at the absolute latest, concurrently with the cable shipment. 
[bookmark: _Toc468506306][bookmark: _Toc468506504][bookmark: _Toc468506594][bookmark: _Toc338169302]4.3.1 Nonconforming material 
Finished cable failing to meet the requirements listed in this specification shall be identified by condition and segregated from conforming material. Material shall remain on hold pending notification to, and disposition by the Fermilab Subcontract Administrator.




Table 8  Acceptance inspection/tests of Coextruded and Finished cable

	Characteristic
	Requirement value
	Test Sample
	Frequency
	Test method

	Cable thickness
	See 3.2.1
	Continuous measurement and recording during coextrusion and after cold work

	Cable width
	See 3.2.1
	

	Extrusion parameters:
- billet temperature,
- extrusion chamber temperature,
- drawing die temperature,
- cable preheating temperature,
- extrusion speed in real time and date,
- any stop during extrusion (time and temperature),
- pressure or force of the press
	Vendor Manufacturing Plan submitted to the Fermilab Subcontract Administrator for approval; see 3.3.2 for acceptance criteria
	Continuous measurement and recording  based on Vendor Quality Control Plan

	Bonding quality
	See 3.3.3
	100% of cable tested by ultrasonic method or alternative method proposed by Vendor and submitted to the Fermilab Subcontract Administrator for approval

	Cleanness and surface condition of the cable after coextrusion  
	See 3.3.7
	100% of cable
	Visual test

	Cleanness and surface condition of the final cable  
	See 3.3.7
	100% of cable
	Visual test

	Bonding strength
	> 20 MPa
See 3.3.3
	Sample cut from cable end
	Minimum of 1 sample at both ends of each cable prod. length
	Shear test per Vendor Quality Control Plan

	Intermetallic diffusion
	See 3.2.3
	Sample cut from cable end
	Minimum of 1 sample at both ends of each cable prod. length
	Micrography or Vendor Quality Control Plan

	Aluminum yield strength at 300 K after cold work
	> 30 MPa
	Sample cut from cable end
	Minimum of 1 sample at both ends of each cable prod. length
	Vendor Quality Control Plan

	Aluminum yield strength at 4.2 K after cold work
	> 40 MPa
See 3.3.9
	Sample cut from cable end
	Minimum of 1 sample at both ends of each cable prod. length
at start of production
	Vendor Quality Control Plan

	Aluminum RRR after cold work
	> 800
	Cable on spool
	Minimum of 1 measurement at both cable ends
	Vendor Quality Control Plan

	Overall coextrusion and cold work degradation
	< 10 %
	Extracted strands from cable ends
	Minimum of 1 sample at both ends of each cable prod. length
	Appendix IV 

	Cable critical current
and RRR
	Table 5-6
	2 m
	Beginning and end of each production length
	Appendix II-III



[bookmark: _Toc338169303]4.4 Submission of test samples 
Before shipping a cable spool to Fermilab, the Vendor must deliver to Fermilab a 4-m long sample taken from each end of the cable production length on that spool. Sample identification must include the mention “pre-shipment test samples”, the data specified in Appendix V section 1.2, and the position with respect to the cable during cabling (start or end of cabling run). These samples must be delivered to Fermilab as soon as possible after cable manufacturing and before cable shipment. The samples must be accompanied by the results of all measurements made during cable fabrication and by a copy of the cable strand map. These samples will be used by Fermilab to verify the mechanical and electrical characteristics of the cable before the approval for the delivery of each cable spool. Fermilab may send to INFN-Genova Laboratory, for performing the cable critical current and RRR measurement, a 2-m long section from the 4-m samples provided by the vendor.


[bookmark: _Toc338169304]5 SHIPPING AND IDENTIFICATION REQUIREMENT
The maximum deliverable unit length per spool is 3000 m. If a cable production length is longer than the maximum deliverable unit length, then the cable manufacturer shall contact the Fermilab Subcontract Administrator in order to be told how to divide the production length into deliverable lengths. Each deliverable length shall be packaged and shipped as a single unit. Requirements for packaging, shipping and identification are specified in Appendix V. 
[bookmark: _Toc468506311][bookmark: _Toc468506509][bookmark: _Toc468506597]
[bookmark: _Toc338169305][bookmark: _Toc443727017][bookmark: _Toc443727295][bookmark: _Toc443727401][bookmark: _Ref445010168][bookmark: _Toc445010873][bookmark: _Toc445724103][bookmark: _Toc445863882][bookmark: _Toc456505908]
Appendix I - Required Inspections, Tests and Measurements of Aluminum
[bookmark: _Toc338169306]I.1. Material Tests
	The subcontractor shall make the following tests and measurements for each lot of refined aluminum that is utilized.  Written results of the tests shall be provided to Fermilab, and the tests shall unambiguously identify each lot of material used.

[bookmark: _Toc338169307]I.1.1 Chemical Analysis
	Spectrographic chemical analysis which measures the parts per million concentration of important impurities shall be made for each lot of refined aluminum.

[bookmark: _Toc338169308]I.1.2 Residual Resistivity Ratio
	The residual resistivity ratio RRR, measured as the ratio of the electrical resistance measured at 273 K divided by the electrical resistance measured at 4.2 K,  R(273)/R(4.2K), shall be measured for each heat or lot of refined aluminum utilized to make the extrusion billets and caps.


[bookmark: _Toc338169309]I.2 Final  Inspections
For each extrusion billet or cap provided the subcontractor shall make the following specified inspections.  The results of the inspections shall be provided to Fermilab as specified in 4.3 and the inspection reports shall identify the heat or lot of refined aluminum from which the billet was made corresponding to the materials tests described in above.
[bookmark: _Toc338169310]I.2.1 Ultrasonic Inspection
Each extrusion billet and cap shall be given 100% ultrasonic inspection to verify the homogeneity of the item. The ultrasonic inspection shall permit the unambiguous indication of the presence of internal voids greater than 2 mm in diameter.  Billets or caps which give indication of such voids shall be marked as noncompliant, removed from the production stream, and rejected for final shipment.   The results of the ultrasonic inspection of each billet and cap, including final conformity or nonconformity to this specification, shall be recorded and provided to Fermilab as specified in paragraph 4.3.

[bookmark: _Toc338169311]I.2.2 Dimensional Measurements
The diameter and length of each extrusion billet shall be measured and recorded.   The diameter shall be measured at three locations: near each end of the billet and near its longitudinal center.  The length of the billet shall be measured twice: along its longitudinal central axis and near the outer surface of the cylinder.
The larger diameter of the extrusion cap shall be measured and recorded, and the thickness of the cap at its axial center shall be measured and recorded.
The conformity or nonconformity of the billet or cap to the specified dimensions shall be recorded.


[bookmark: _Toc338169312]
Appendix II - Cable Critical Current Determination
[bookmark: _Toc338169313]II.1  Introduction
The sections below describe the test method used at INFN-Genova Laboratory to determine transport critical currents of meter long cable samples. These procedures have proven suitable for production testing. Fermilab will provide the samples.
The critical current of a cable, Ic, is less than the sum of the individual virgin strand values as there is invariably some degradation during the fabrication of the cable.  This is expressed as follows:

	
where ∑ Icw = sum of the Ic’s of the virgin strands in the cable. An allowance for degradation, is D < 0.15 (= 15%; assuming 5% degradation for cabling and 10% degradation for coextrusion and cold work).
The critical current is a function of temperature, T, and magnetic field, B.  It is necessary to convert (or "correct") short sample test results obtained at particular values of T and B, to values corresponding to a standard temperature and field.  The steps in this conversion are as follows:
a) Obtain raw data for several applied fields: Ict, critical current at bath temperature, T, and applied field, Ba. For Mu2e Detector Solenoid cable, the applied fields are 3, 4, 5 T. 
b) Calculate the peak field, B: the sum of the applied field and the self-field, due to the measurement current.
c) Convert Ict at field B to Ic, the value corresponding to reference temperature Tref.
d) Plot Ic vs. B and calculate Ic at the reference field from a linear fit to the data.
The calculations used in the above steps are described in detail below.

[bookmark: _Toc338169314]II.2  Definition of Critical Current
The critical current is a property of the reversible portion of the V-I curve.  It is defined as that current for which

	
where V = voltage drop per m, I = current in amps N = no. of strands in cable d = strand diameter in m. The shape of the V-I curve is of the form V = constant × In+1. (Note that n is defined from the equation ρ = constant × In ). The quantity n is routinely measured as required by the specifications.
[bookmark: _Toc338169315]II.3  Test Facility and Sample Preparation
The papers listed in the following describe the test facility used at INFN-Genova, the sample instrumentation and mounting, and the measurement procedure. The last paper shows how this test facility was used for the characterization of the CMS conductor insert.

P. Fabbricatore, A. Parodi, R. Parodi, R. Vaccarone “MARISA, a test facility for research in applied superconductivity”, Proceedings ICEC 12, Butterworth, pp. 879-882, 1988.
 
P. Fabbricatore, R. Musenich, R. Parodi, “Inductive method for critical current measurements of superconducting cables for high energy physics applications”, Nuclear Instruments and Methods., vol. A302, pp. 27-35, 1991.

M. Greco, P. Fabbricatore, R. Musenich, “Critical current measurements on the CMS stabilized conductor”, IEEE Transactions on Applied Superconductivity, vol. 12, No 1, pp. 381-384, 2002.

[bookmark: _Toc338169316]II.4  Temperature Calculation
Calculations of the critical currents at temperatures other than that at which Ic is measured are made using the same procedure as that for wires. The specification temperature is usually 4.222 K, that of boiling helium at standard atmospheric pressure.  The bath temperature is recorded with the aid of cryogenic thermometry with a precision of ± 0.002K (2 mK).  A "linear T" type of correction is applied for temperatures different from 4.222 K:

		   

	
where Tc(B) is the transition temperature at the specified magnetic field. Ict is the current measured at temperature T, and Ic is the critical current at the specification temperature. The field B is not just the applied field but that which takes into account the field produced by the cables as explained below.

[bookmark: _Toc338169317]II.5  Magnetic Field Correction[footnoteRef:1]2  [1: 2 “ The effect of self field on the critical current determination of multifilamentary superconductors”, M.Garber et.al., IEEE Trans. on Magnetics, Vol25, p1940 (1989)] 

The magnetic field is the sum of the applied field produced by the dipole magnet and the self-field produced by the measuring current.  The following assumptions give results that are self-consistent for a wide variety of geometry and which give reliable predictions of magnet behavior.
a) The critical current of the sample is determined by the peak magnetic field. This depends, of course, on the orientation of the applied field and the direction of the sample current.  
b) The sample current is distributed uniformly over, and normal to, the area of the rectangle that encloses the cable cross-section.
c) The geometry is accurately reproducible; this is a matter of care in assembly.
With the dipole field perpendicular to the wide face of the sample, the peak field occurs at a point on the surface of the sample where the self-field and the applied field are very nearly parallel; that is, they are simply additive.  For the standard test configuration, the self-field correction can be written:

	
 where Ba = dipole field and c = geometric constant.  
	


[bookmark: _Toc338169318]Appendix III - Cable R(295) and RRR Determination

As in the case of wires, the cable resistance at 295 K and that at 10 K is determined using the same set-up used for Ic determination. The residual resistance ratio, RRR, is defined to be R(295)/R(10).  
The room temperature measurement is made using a DC current of 1-10 A, and voltage contacts more than 50 cm apart.  A thermocouple device of 0.10C accuracy is used to determine the ambient temperature. Normally occurring room temperature variations produce significant variations in the measured resistance, they should be accounted for and corrected.  





[bookmark: _Toc338169319]Appendix IV - Measurement of Degradation during Extrusion and Cold Work

Before shipping a cable production length to Fermilab, the Vendor should measure the critical currents of a minimum of two (2) strands extracted from that cable (one sample from each end), and compare them with the critical currents of the same strands before extrusion. The degradation due to extrusion and cold work shall not exceed 10%. The cabling degradation will be computed by making critical current measurements at 3, 4 and 5 T and corrected to the reference temperature of 4.22 K as described in Appendix II. The above data must be reported to the Fermilab Subcontract Administrator before cable shipment.      


[bookmark: _Toc338169320]Appendix V - Packaging and shipping of Superconducting Cable

	This appendix establishes the minimum requirements for the packaging and shipping of the TS cable.  This cable will be used in the manufacture of the Solenoid for the Mu2e experiment.
	The seller shall provide written request to the Fermilab Subcontract Administrator for any exceptions or deviations to the technical requirements prior to proceeding with implementation.  Such implementation shall require written authorization through the Fermilab Subcontract Administrator.


1.0	REQUIREMENTS

	1.1	Spools

	The cable shall be shipped on spools, which have an inner radius larger than or equal to 500 mm, a 38.1 mm (1-1/2 inch) diameter center hole, a maximum outer diameter of 1600 mm, and a maximum outside width of 500 mm. Rope filler is to be used as needed to ensure that cable lays flat on the reel so as to avoid any distortion to the cable caused by spooling, or by storage or transit. The spools shall be constructed to prevent damage to the cable during spooling, unspooling and shipment.


	1.2	Marking/Identification Requirement 

		Spools and exterior packaging shall be identified with the following information in the order shown:

Mu2e DS1/DS2 cable
Rutherford Cable manufacturer	______
Fermilab P.O. No.	______
Reel ID.	______
Drawing No.	______
Length (m)	______
Weight (kg)	______
Cable Map No.	______
Date of Manufacture	______
Name of Manufacturer	______


The Reel ID in the list should be in format of ‘Mu2e-DSx-S-R-E-xxxx.’ Where x identifies the cable number (x=1 for DS1 and x=2 for DS2). The ‘S’ indicates the strand manufacturer (use the first letter of the name of the strand manufacturer). The following ‘R’ indicates the Rutherford Cable manufacturer (use the first letter of the name of the Rutherford Cable manufacturer). The following ‘E’ indicates the Extrusion manufacturer (use the first letter of the name of the extrusion manufacturer). The last field shows the four digits of the cable ID number.


	1.3	Packaging

	The cable should be packed in a manner that will protect it from any kind of damage that could occur in shipping from mishandling or exposure to the elements. As a minimum, the following is required:   

	1.3.1	The cable on the reel shall be wrapped with a layer of cardboard followed by a layer of sheet metal adequate to avoid any damage that could happen during shipping or while in storage.

	1.3.2	Wrap cable with a layer of new, clean polyethylene having a minimum thickness of 1.5 mm (.06 inch).  Hold with plastic banding straps.

	1.3.3	Bag spool in 0.13 mm (5 mil.) polyethylene to protect the cable from dirt.  Place a desiccant material in the bag to protect from moisture.

	1.3.4	Production documentation and the cable certification documentation package should be placed in a water tight envelope and attached to the flange of the spool.

	1.4	Shipping

		The cable spool shall be shipped as a palletized unit.

		1.4.1	Place the spool on a pallet custom made to the size of the spool, with the spool flanges maintained in a vertical orientation (axis horizontal) in order to prevent the cable from settling on the spool.  (Custom pallets are reusable.)

	1.4.2	Attach the spool to the pallet through the horizontal axis of the spool with banding material (palletized unit).

		1.4.3	Cover the entire package with a 16 mm (5/8 inch) plywood crate banded to the pallet holding the plywood cover in place.





2.0	QUALITY ASSURANCE

	2.1	Inspection and Compliance

	The seller is responsible for the performance of all necessary inspections to assure conformance with section 1.

	2.1.1	The inspection performed to meet the requirements of this specification shall be incorporated into the seller's quality system.

	2.1.2	Each spool of cable shall be treated as a separate lot for the purpose of packaging inspections.  Every lot of material must be examined prior to shipment for all of the characteristics mentioned in section 1 of this appendix (requirements).

	2.2	Acceptance of Material

		Fermilab reserves the right to reject any material not conforming to the requirements of this specification. 
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