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Device Service Record Form for TE1RICU001
	Date
	Comments

(Include the following in each MSR entry: What, Where, Why)
	Info Provided By

	3/18/13
	Cavity routed in for inspection on RF 95639.
	L. Zimmerman

	3/19/13
	Cavity moved to Q.C. Lab. For CMM Inspection
	O. Lira

	3/25/13
	Moved to IB4 High Bay area
	O. Lira

	4/11/13
	Cavity location verification.  Cavity at IB4.
	Jim Rife

	4/25/13
	Pumpdown deformation test and leak test completed at IB4
	D Plant

	4/26/13
	RF QC Done, Freq=1.29516 GHz, Q=27673.
	P. Berrutti

	4/26/13
	Cavity is back to the wooden crate next to the oven in IB4.
	P. Berrutti

	7-1-13 
	Optical inspection was done on cavity
	dburk

	7-2-13
	Moved into CPL and prepped for tumbling
	Dburk

	7-2-13
	Loaded ACT M into cavity and started tumbling tumbled for 2.3 hours removed media and cleaned and rinsed the cavity temp got to 35c cavity weight 6515.7 g before tumbling and 6511.4 after tumbling
	Dburk

	7/5/13
	Cavity was moved to ICB, optically inspected, and returned to IB4 CPL
	Chad Thompson

	7-8-13 
	It was decided that we needed to tumble longer so we reloaded the cavity with ACT M and tumbled for 8 hours removed media and cleaned
	Dburk

	7/9/13
	Cavity was moved to ICB, optically inspected, and returned to IB4 CPL
	Chad Thompson

	7-9-13
	After tumbling and cleaned and dried the cavity weight was 6494.4g
	Dburk

	7-9-13 
	Was decided to tumble again with ACT M for 12 hours 
	dburk

	7-9-13
	Assembled cavity and loaded with ACT M  installed into tumbler did not start 
	Dburk

	7-10-13
	Started tumbling for 12 hours
	Dburk

	7/11/13
	Cavity was moved to ICB, optically inspected, and returned to IB4 CPL
	Chad Thompson

	7/15/13
	Cavity was moved to ICB, optically inspected, and returned to IB4 CPL
	Chad Thompson

	7/17/13
	Cavity was moved to ICB, optically inspected, and returned to IB4 CPL
	Chad Thompson

	7/19/13
	Cavity was moved to ICB, optically inspected, and returned to IB4 CPL
	Chad Thompson

	7/29/13
	Cavity was moved to ICB, optically inspected, and returned to IB4 CPL
	Chad Thompson

	9/12/13
	Stored in ICB racks
	Dburk

	1/14/14
	Cavity location verification.  Cavity at ICB.
	Jim Rife

	1/16/14
	Bare Cavity with caps.
	Rick/Jim

	7/14/14
	Cavity moved from ICB to IB4 CPL
	Chad Thompson

	9/8/14
	Shipped to Dr. Mahadevan (Krish) KRISHNAN at Alameda Applied Sciences Corporation in San Leandro, CA
	Chad Thompson

	12/15/14
	MMR0007310 to Alameda cancelled.  Cavity being sent to Charlie Reece at JLab on MMR0009692 for electropolishing and return to Fermi.
	John Zweibohmer

	5/13/15
	Cavity sent to Alameda on MMR#0013670.
	John Zweibohmer

	
	It appears that the cavity was returned from Alameda.
	John Zweibohmer

	6/3/15
	Cavity transported from IB4 CPL to ICB OPT INSP
	Chad Thompson

	6/3/15
	Cavity transported from ICB OPT INSP to IB4 cleanroom for HPR
	Chad Thompson

	6/4/15
	Cavity transported from IB4 CPL to ICB OPT INSP
	Chad Thompson

	6-25-15
	Moved to CPL tumbling area to prep for tumbling
	Dburk

	7/20/15
	Cavity transported from CPL to CPL cleanroom for HPR
	Chad Thompson

	7/20/15
	Cavity transported from CPL cleanroom to ICB OPT INSP
	Chad Thompson

	7/20/15
	Cavity transported from ICB OPT INSP to CPL
	Chad Thompson

	11/10/15
	Cavity transported from IB4 to ICB OPT INSP.
	Jim Rife

	11/10/15
	Optical Inspection is complete.
	Jim Rife

	11/11/15
	Cavity transported from ICB OPT INSP to IB4 cleanroom for HPR
	Chad Thompson

	11/17/15
	Cavity transported from IB4 cleanroom to ICB OPT INSP
	Chad Thompson

	11/18/15
	Cavity moved to ICB Storage
	Chad Thompson
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